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TEST CERTIFICATE
Laboratory Testing
July 21, 2004
AAM-0002

Armor Auto
2005 Brooks Street

Missoula, MT 59801

Mr. John Ryan
PO# 91-5585

83 coated metal panels
Freeze: 1,2, 3

SAE J400

None
July 12, 2004

July 13, 2004
N/A

Chip Resistance Test

1 pint gravel, 70 psi, 90° orientation, Preconditioned to -30°C

Multi Test Gravelometer

|«

George Jaramillo / /
Laboratory Tech cian

July 13, 2004

Thomas
Laboratory Manager



